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Forensic Anaivtical 

FAX MEMORANDUM 
3 Pages 

To: ~r. Mario StavaJe/McDonncll Douglas Realty Company 
Phone No.: (310) 627-3014 
FAX No.: (3to) 627-3109 /)) 

From: Kirby Westergren/Forensic Analytical {Jfr/ 
Phone No.: (310) 763-2374 
FAX No.: (310) 763-8684 

Date: 08108196 

Re: Update on Preliminary Asbestos Analytical Results for 
McDonnell Douglas. Torrance Facility 
Buildings: 1 (rooO. 29. 32. 33. 34. 36. 37. 57. 61. 67 

The following is a list of materials sampled and analyzed for asbestos content and results: 

Bldg. 1 

•Roofing penetration tar and field 
t>(]rout from connecting tuMel 

Bldg. 29 

• Window Putty 
•Base Board/Cove Base 
• Drywall/Joint Compound 
•Aooring Mastic/Covering in RR 
..Orout 

Bldg. 32 

•Exterior Stucco 

Bldg. 33 

.. Window Putty 
•Woven Door Gasket 
to(] rout 
•Extcnor Stucco 

Bldg. 34 

.. Window Putty 
•Drywall/Joinl Compound 

1-5% Ouysotile 
Non-Detected (NO) 

1-5% Olrysotile 
1-5% Olrysoule in mastic 
1-5% Olrysotile in joint compound 
~D 

NO 

NO 

1-5% Olrysotile 
NO 
NO 
NO 

5- l 0% Olrysotile 
1-5% Chrysotile in joint compound 
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